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Abstract

published on the characteristics of developed silver in this
field. There is still no sufficient general understanding of
the relation of tone with morphology or size of developed
silver.
On the other hand, many studies have been reported in
the field of conventional wet processing materials,
especially in black and white diffusion transfer materials,9-11
and are very helpful for us to know the relationship of
covering power and image tone with morphology and size
of silver particles.
In this paper we report qualitative analysis of covering
power and silver image tone, which depends on the image
density, being peculiar to water-coated PT materials.

The silver image tone in water-coated photothermographic
materials usually depends on the image density in contrast
to that in organic solvent-coated one. It was revealed by
TEM observation and simulation that the size of developed
silver particles depended on the image density owing to the
absence of sphere of influence in water-coated
photothermographic materials, while it did not in organic
solvent-coated ones owing to the presence of sphere of
influence.

Introduction

Experimental

In the diagnostic photothermographic (PT) material field, it
is important to keep silver image tone neutral gray for
diagnostic capability, and also to achieve enhanced covering
power at the maximum optical density (Dmax) with reduced
silver amount from commercial point of view.
Many efforts to simulate the characteristic curve of PT
materials were repoted.1-4 According to these simulations, it
is necessary to increase the number of silver halide grains in
order to increase Dmax when the coated amount of silver
carboxylates is constant.3 However, these simulation studies
treated organic solvent-coated PT materials which have
“sphere of influence”. Although it is expected that such
simulations are applied to water-coated PT materials
having any obvious “sphere of influence”, we have not yet
succeeded in it satisfactorily up to the present time.
In spite of the absence of any obvious “sphere of
influence” in the water-coated PT material5, the increase in
the number of silver halide grains is also effective for
increasing Dmax in the same manner as organic solventcoated PT materials. However, the increase in the number
of silver halide grains is inclined to bring about such a
problem as to deviate the silver tone from neutral gray in
the region near Dmax.
The morphology and size of developed silver particles
in PT materials were reported in some literatures.6-7
Bokhonov and co-workers reported the morphological
variation of silver particles depended on the variations of insitu or ex-situ AgX grains and toning agents. As Whitcomb
mentioned in his book8, very little knowledge has been

The water-coated PT materials
The water-coated PT materials investigated in this study
consist of chemically sensitized cubic silver bromoiodide
(I=3.5mol%) emulsion prepared by an usual controlled
double jet technique, silver behenate (AgBeh) dispersion
with PVA as a dispersing agent, water-dispersible SBR
latex as binder, dispersion of bis-phenol as reducing agent,
dispersion of polyhalides compounds as antifoggants, and a
combination of phthalazine derivative and phthalic acid as
silver ion carrier. These agents are coated according to a
water-coating technique5.
Measurement of the covering power
To obtain accurately the covering power (CP), it is
necessary to leave developed silver in a photosensitive layer
while undeveloped AgBeh and AgX are removed from it by
a fixing process. Technique to fix silver salts from a
hydrophobic layer has not yet been reported in the past. We
found that a methanolic solution of a thioether compound
known as a conventional solvent for silver halide, 3,6dithia-1,8-octanediol, could fix both undeveloped AgBeh
and AgX after removing a protective layer. The amount of
remaining developed silver was then measured by a usual
X-ray fluorescent spectrometer. The condition of the fixing
process was adjusted to obtain stable results without overfixing. We could confirm the disappearance of AgBeh and
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of developed silver, optical density, and then CP were
measured as a function of exposure and analyzed in terms of
their dependences on the time of development.
As shown in fig.1, CP in the initial stage with
developing time of 5-10 second was high and almost
constant at any exposure level, while it decreased in the
succeeding stage with developing time of 15-30 second
especially in the region with low exposure. On the other
hand, CP in the region near Dmax was high and almost
constant at any developing time.
The TEM observation of the cross-sections of the
layers revealed that in the low exposure region the
developed silver particles grew up to 100-200nm in
diameter as the development proceeded. In the region near
Dmax, the size of developed silver particles was as small as
50-70nm in diameter and almost constant from the initial
stage to succeeding stage of developing as shown in fig.2.
These observations may support the idea that the
observed low values of CP in low exposure region can be
explained by the Nutting equation, according to which CP
decreases with increasing the size of silver particles.
In contrast to water-coated PT materials, the sizes of
the developed silver particles were almost the same at any
exposure level in the commercially available organic
solvent-coated PT materials as shown in Fig. 3, when they
were processed to meet their systems. It is considered that
only the silver ions, which were present in a “sphere of
influence” around a development center, were available for
its development. If “spheres of influence” were much
overlapped with each other, the sizes of silver particles
should be reduced owing to the scrambling for the silver
ions among the centers. We guess that these systems were

AgX by observing the cross section of the layer by
transmission electron microscopy (TEM).
A cross-section of a photosensitive layer was prepared
by a microtome, and subjected to the TEM observation by
means of a JEOL JEM-2000FX or JEM-4000EX
microscope at liquid Nitrogen temperature.

Figure 1. Covering power versus amount of developed silver with
development time of 5,10,15,20,25 and 30sec. The thick broken
line with an arrow indicates CP at the same low exposure with
variation of developing time.

Results and Discussion
Covering power and size of developed silver particles
The water-coated PT materials were exposed to light of
390nm through a step wedge, and subjected to heating by 4
plates at 112,119,121and121℃, respectively. The amount

High-density area
Mid-density area
Low-density area

Figure 2. TEM images of developed silver particles of water-coated PT materials
with variation of exposure and developing time .
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designed to avoid the overlap among “spheres of influence”
even at high optical density, so that the CP values of these
PT systems were constant in any exposure region.

D=0.5

the above-stated CP measurement, we used optical density
by visible light. In the region of saturated optical density
(particularly over 3.5), blue light density at 440nm and
green light density at 540nm still increased with increasing
exposure while red light density at 640nm was saturated, as
shown in fig.4. Consequently, the silver image tone changed
from neutral gray to brown with increasing exposure in this
region.
As shown in fig.2, the morphology of a developed
silver particle in water-coated PT materials consists of a
relatively short filamentary silver with a so-called
“broccoli” or “dendritic” silver on the top, which is similar
in morphology to that in organic solvent-coated PT
materials12. Within the experimental condition in this report,
we presume that the morphologies of silver particles are
almost the same regardless of exposure and developed time,
as shown in fig.2. Therefore, we assume that the silver
image tone at each density is mainly depending on the size
of the silver particles within the experimental condition in
this study.

D=3.0

Figure 3. TEM image of developed silver particles in the organic
solvent-coated PT materials.

Simulation by Mie scattering and random dot model
The developed silver particles are modeled as
semitransparent grains (average transmittance ta) with grain
diameter of dAg. By expanding Nutting density equation13-14
for random-dot model to the semitransparent grains, the
density D and covering power CPN can be written as
follows:

Because there is not any obvious “sphere of influence”
in water-coated PT materials, we suppose that, not the rate
of diffusion of silver ions, but the rate of the reduction of
silver ions to silver at the development centers was the ratedetermining step of the development in this system. We
have not yet understood the reason for the difference in the
rate-determining step of the development between watercoated PT materials and organic solvent-coated ones. In
water-coated PT materials, the supply of silver ions takes
place from a large volume, bringing about the formation of
small number of developed silver particles with large size in
low exposure region, and large number of the particles with
small size in high exposure region owing to the scrambling
for silver ions among neighboring development centers. It is
expected that the examination in this direction will provide
an explanation the developed silver size variation in water
coated PT materials.

D = log10e

CPN =

(1)

D
3(1 − ta )
= log10e
MAg
2 ρAgdAg

(2)

where A is the area of aperture ,aAg is the projected area of
the particles, nA is the number of particles in area A, and
ρ Ag is the gravity of silver, dAg is the diameter of a
developed silver particle, MAg is the weight of developed
silver per unit area. Equation (2) represents that CP
increases with decreasing the paricles size.
Since the silver tone is dependent on light scattering,
we use the scattering cross section: C ext as given by Mie
scattering theory instead of the projected area of the
particles aAg, and then obtained the specula density D|| as
follows15-17:

DB

DG

nAaAg (1 − ta )
A

DV
DR

D|| = − (log10e) m ln(1 − nAg C

ext)

(3)

where m is the number of model unit layers, nAg is the
average particle number per unit area of the unit layer.
Since C ext is related to Q ext :(average extinction cross
section) by the equation C ext = aAg Q ext, the covering power
CPM can be given as follows.

Figure 4.Characteristic curves for visual, blue, green, red light
density of water-coated PT materials.

CPM =

Size of developed silver particles and silver image tone
In the next stage, we analyzed the relation between the
size of developed silver particles and silver image tone. For

−(log 10e)m ln(1 − nAgaAgQ ext )
MAg

(4)

As shown in fig.5, the extinction cross section, Qext,
depends on the particle size and wavelength according to
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