OTFT on Plastic Substrate for AMOLED Driving
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Abstract
Organic thin-film transistor (OTFT) array using pentacene
active layer has been fabricated on plastic substrate for driving
active-matrix
organic
light-emitting
diode
(AMOLED)
display. Pentacene active layer was selectively grown on the TFT
area with self-organized process. The OTFTs before passivation
process exhibited an average field-effect mobility of 0.8 cm2/Vs, an
on/off current ratio of 108, and a Vth of -8V. The on-current
decreases by 40% after being encapsulated by organic layers of
polyvinyl alcohol and photo acryl. The on-current is still higher
than 1 uA and off-state current is less than 0.1 pA, so that the
OTFT can be used for AMOLED driving.

substrate. In order to make a bottom emissive AMOLED, we
developed pentacene OTFT array using self-organized process to
make selective growth of pentacene layer on TFT region, not on
the pixel region.

Introduction
Organic electronics are of great interest because of their
potential use in lightweight, flexible, thin, low-cost and powerefficient displays.[1] Recently, organic light-emitting diodes
(OLEDs) are intensively studied and developed in order to realize
the display with faster response time, wide viewing angle, higher
contrast and lower power consumption. In addition, in case of
flexible display on plastic, OLED is the best because of its low
processing temperature and flexibility. [2]
Active-matrix OLED (AMOLED) has several advantages
over the passive-matrix OLED such as lower power consumption
and longer lifetime. Therefore, amorphous silicon (a-Si) and polySi AM are developed and shoed good display performance. [3]
The glass substrate is mostly used, however, AMOLED on plastic
is also being studied for flexible AMOLED. The disadvantage of
a-Si and poly-Si is higher process temperature.
On the other hand, the process temperature of OTFT is rather
lower, so that OTFT on plastic can be a good solution for flexible
AMOLED. Therefore, OTFTs on plastic is of increasing interests.
However, there are critical issues such as uniformity of the
performance of OTFTs, passivation layers and lifetime. There
have been only a few reports on OTFT arrays for AMOLED on
plastic. [2,4]
In this work, we studied the fabrication of pentacene TFTdriven AMOLED backplane (80 dpi, 124
64 pixels) on plastic
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Figure 1. The schematic of a pixel circuit (a) and the designed layout for a
pixel (b).
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the other hand, the SiNx surface is hydrophilic even after OTS
treatment.
We made the contact holes on the cross-linked PVP and then
IZO was deposited and patterned for anode. With the photoresist
barrier on the TFT channel regions a very thin SiNx was deposited
and then lifted off. Then, pentacene was grown by OVD. In this
case the pentacene go to the hydrophobic surface with no growth
on the SiNx layer. This is the selective growth technique. [7,9]
Figure 2 shows the optical image after the pentacene growth
by OVD. The clear image can be seen on the TFT areas of
switching and driving TFTs of which the larger one is for driving.
[9] The smallest black rectangular dot in a pixel is due to the mask
design for the a-Si:H AM backplane. Note that we used the masks
for a-Si backplane in this work.
The passivation layer was formed on the TFT backplane to
protect OTFT layers from O2 and H2O in the atmosphere. In this
work we used double layers of organic materials of
polyvinylalcohol (PVA) and photoacryl. [9]
The passivation process needs not only organic layers but also
inorganic because organic materials are not enough to protect the
organic semiconductor from water and oxygen adsorption in
atmosphere. As the first passivation layer, PVA has been mixed
with ammonium dichromate to make it possible to define patterns
by photolithography method. Spin-coated PVA could be
developed by water, so it has to be dried in vacuum for a few
hours. After PVA passivation, photo-acryl layer also has been
spin-coated and patterned by using photolithography system.
Figure 3 shows a cross-sectional view of a pixel after whole
processes. The measurement was carried out in atmosphere before
and after passivation process.

(a)

(b)
Figure 2. The optical microscope images of the AMOLED backplane (a)
before and (b) after pentacene growth

Fabrication
Figure 1 shows the schematic of a pixel circuit and design
layout for an AMOLED pixel. Each pixel can be driven for OLED
using a switching TFT (W / L = 37
/ 6 ), a driving TFT (W /
L = 236
/ 6 ), and a storage capacitor. The panel has 128 × 64
pixels over 2 inch diagonal plastic substrate. The OTFTs with
inverted staggered structure were fabricated using 6 mask process.
Polyethersulfone (PES) was used as a plastic substrate which
was annealed at 180 for 24 hrs for degassing and then siliconnitride (SiNx) in 100 nm thickness was deposited on both sides as
gas barriers [5]. Ductile metal, AlNd, was sputtered on the gas
barrier as a gate electrode and Cr / Au as source / drain electrodes
on the cross-linked PVP. On gate electrodes, gate insulator of
poly-4-vinylphenol (PVP) with cross-linking agent was spincoated and cured in a vacuum oven at 180oC. Indium zinc oxide
(IZO) was deposited by reactive sputtering and patterned for pixel
electrode.
We used the selective growth technique of pentacene using
self-organized process. [7] The pentacene was grown by organic
vapor deposition (OVD) [8]. The TFT area should be hydrophobic
and the pixel region must be hydrophilic. In the present work we
used the OTS treatment on PVP to make hydrophobic surface, on
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Figure 3. A cross-sectional view of an OTFT array for AMOLED on plastic

Result & Discussion
OTFT characteristics
Figure 4. shows the transfer characteristics of a pentacene
TFT with the W / L = 236
/ 6
driving TFT The
measurement was performed just after pentacene deposition to
analyze the initial OTFT characteristics. The field-effect mobility
of 1.0 cm2/Vs in saturation region, the threshold voltage (Vth) of 6.7 V, the subthreshold swing (S) of 0.9 V/dec. and an on-off
current ratio of 108 have been measured. The current is higher than
1 uA and the off-state current is less than 0.1 pA, which is suitable
to drive the AMOLED.[11, 12]
After the passivation layers on the organic semiconductor, the
performance degrades as shown in Fig. 4(b). The on-current is 1
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uA level and the off-state currents are less than 0.1 pA, so that this
TFT could be used for driving TFT for AMOLED backplane.

OTFT after the passivation layers was found to be higher than 1
uA, which can drive the OLED at low level of brightness.

Conclusion
The structure and performance of AM backplane using OTFT
were studied in the present work. The self-organized process for
the growth of pentacene semiconductor only on the TFT area was
used to pattern the active layer for OTFT. The OTFT exhibited
the field-effect mobility of 1.0 cm2/Vs before passivation but it
degrades to 0.53 cm2/Vs after the passivation layer coatings. The
leakage current is less than 0.1 pA, indicating that the on/off
current ratio is high than 107.
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Figure 4. The characteristics of pentacene TFT ( W / L = 236
before and (b) after PVA / photo acryl passivation process.
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